
 
 
 

CITY OF NEWARK 
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CODE ENFORCEMENT DIVISION 
 
 

 
 

SPECS FOR DRIVEWAYS & PRIVATE WALKWAYS 

 
The following items will be required to have inspections before pouring concrete 
or laying blacktop: 
 
 
1. Concrete Driveways 
 

Concrete Driveway Specifications:  Concrete four (4) inch minimum 
thickness, 3500 PSI concrete laid on undisturbed earth or four (4) inch quarry 
waste or four (4) inch crusher run, with expansion joints every twenty (20) feet 
minimum. 
 

2. Concrete Service Sidewalks 
 

Concrete Walkway Specifications:  Concrete four (4) inch minimum 
thickness, 3000 PSI concrete laid on undisturbed earth or three (3) inch 
quarry waste. 
 

3. Asphalt Driveways  
 

Asphalt Driveway Specifications:  Asphalt paving two (2) inch minimum 
thickness, Type "C" with 5½ crusher run or seven (7) inches quarry waste. 
 

 
Call Code Enforcement Division at (302) 366-7075 if you have any questions. 
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